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TZ-E 
85 4600 414 56.60 8.98 2.16 0.59 

100 3630 386 56.00 8.96 1.75 0.57 

TZ-B 
85 791 99 15.20 2.82 0.97 0.67 

100 905 114 13.30 2.66 0.81 0.55 


